
Technical Report Documentation Page

643472
1. REPORT No. 2. GOVERNMENT ACCESSION No. 3. RECIPIENT'S CATALOG No.

Flushing Of Pavements
4. TITLE AND SUBTITLE

January 1971
5. REPORT DATE

6. PERFORMING ORGANIZATION

7. AUTHOR(S)

643472
8. PERFORMING ORGANIZATION REPORT No.

9. PERFORMING ORGANIZATION NAME AND ADDRESS 10. WORK UNIT No.

11. CONTRACT OR GRANT No.

12. SPONSORING AGENCY NAME AND ADDRESS Final Report
13. TYPE OF REPORT & PERIOD COVERED

14. SPONSORING AGENCY CODE

15. SUPPLEMENTARY NOTES

Introduction:

In our design procedure for asphaltic mixtures, visual observations are made on compacted specimens for evidence of excess
asphalt. This involves observing the upper surface and interior of a freshly broken specimen for evidence of "flushing" or "bleeding".
These observations coupled with the air void contents of the test specimens are used in the determination of the maximum asphalt
content, for noncritical mixtures. A noncritical mixture is one which does not show a significant drop in stability prior to a "flushing"
condition on the upper surface of the compacted specimen.

It is apparent that the degree of "flushing" is dependent on the personal judgment of the viewer. This may lead to differences in
the recommended asphalt content when designs are performed in different laboratories. Therefore, it was desirable to develop a
quantitative method for detecting a "flushing" condition of the compacted specimens used in the design of an asphaltic paving
mixture.

This report presents the preliminary work on the development of a quantitative method for detecting "flushing".
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